EXPECTED IMPLEMENTATION JANUARY 2008

943 CORRUGATED STEEL PIPE AND PIPE ARCH (INCLUDING UNDERDRAIN)
-BITUMINOUS COATING AND PAVED INVERT.

(REV 4-24-07) (FA 7-16-07) (1-08)

ARTICLE 943-5 (Page 839) is deleted and the following substituted:

943-5 Bituminous Coating and Paved Invert.
When bituminous coating is specified, the pipe, or pipe arch, shall be coated in
accordance with the requirements of AASHTO M 190, for Type A (Fully Bituminous Coated).
When bituminous coated and paved invert are specified the pipe or pipe arch shall be
coated and paved in accordance with AASHTO M 190, for Type C (Fully Bituminous Coated
and Paved). The temperature of the asphalt at the time of coating and the duration of the pipe
submerged time shall be optimized such that excess coating does not adhere to the pipe.



