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December 23, 2015 
 
Khoa Nguyen 
Director, Office of Technical Services 
Federal Highway Administration 
3500 Financial Plaza, Suite 400 
Tallahassee, Florida 32312 
 
Re: State Specifications Office 
 Section 930 
 Proposed Specification: 9300201 Materials for Concrete Repair. 
 
Dear Mr. Nguyen: 
 
We are submitting, for your approval, two copies of the above referenced Supplemental 
Specification.  
 
The changes are proposed by Amy Tootle of the State Construction Office to require all 
construction‐related documentation to be submitted by electronic means for consistency with the 
State Construction Office e-Construction initiative. 
 
Please review and transmit your comments, if any, within two weeks. Comments should be sent 
via email to daniel.scheer@dot.state.fl.us. 
 
If you have any questions relating to this specification change, please call me at 414-4130. 
 
      Sincerely, 
       
      Signature on file 
       
      Daniel Scheer, P.E. 
      State Specifications Engineer 
 
DS/dt 
Attachment 
cc: Florida Transportation Builders' Assoc. 
 State Construction Engineer



9300201 
All Jobs 

MATERIALS FOR CONCRETE REPAIR. 

(REV 10-14-15) 

SUBARTICLE 930-2.1 is deleted and the following substituted: 

 930-2.1 Product Acceptance: Use only products listed on the Department’s Approved 
Product List (APL). Manufacturers seeking evaluation of products must submit an application in 
accordance with Section 6 and include independently certified test reports that the material meets 
the requirements of this Section. The application package must describe detailed quality control 
requirements for installation including, but not limited to: maximum water to cementitious 
material ratio, formulation for two or more component systems, special materials and/or 
equipment, recommendations for all surface preparation, and curing requirements. 
  Provide the Engineer certification conforming to the requirements of Section 6 
from the manufacturer confirming that the materials used meets the requirements of this Section 
and is the appropriate product for the intended use. 
  When specified in the Contract Documents, furnish submit a report of test results 
from an independent laboratory on samples taken from material shipped. Ensure the test was 
performed within 45 days prior to the shipping date of the material. 
 
 

SUBARTICLE 930-7.4 is deleted and the following substituted: 

 930-7.4 Constructability: Furnish Submit to the Engineer for approval shop drawing as 
may be required to complete repairs in compliance with the design shown in the Plans and the 
manufacturer’s recommended repair system. 
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