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TO:

FROM:

SUBJECT:

0.000

cc:

Attachment(s)

Fifth District Project Manager,  

If we can be of further assistance in developing the project, please let us know.

RGR

Fifth District Design Engineer
Fifth District Specifications Engineer

At your request, tests were performed on the subject project to determine the
composition of existing pavement.  A summary of the results is attached.

Please note that these roadway core test results are for informational purposes only

Fifth District Bituminous Engineer

at the locations identified in this summary.
and are not to be considered as a guarantee of the pavement composition other than 
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%
FC6 FC4 TS TIII ST --- ---  3/4 in.  1/2 in.  3/8 in. No. 4 No. 8 No. 16 No. 30 No. 50 No. 100 No. 200 Bitumen

1      0.307 R1 --- --- --- 1.50 0.50 --- --- 2.00     100.00 100.00 100.00 98.30 88.79 71.19 51.56 30.91 12.50 7.47 7.96     
2      0.633 R1 --- --- --- 1.60 0.40 --- --- 2.00     
4      0.895 R1 --- --- --- 1.50 0.30 --- --- 1.80     
5      1.318 R1 --- --- --- 2.10 0.50 --- --- 2.60     100.00 100.00 100.00 98.39 88.27 70.46 51.23 30.70 12.53 7.36 8.02     
6      1.605 R1 --- --- --- 1.80 0.40 --- --- 2.20     
8      1.918 R1 --- --- --- 1.80 0.40 --- --- 2.20     
9      2.166 R1 --- --- --- 1.70 0.50 --- --- 2.20     

10    2.630 R1 --- --- --- 1.80 0.40 --- --- 2.20     100.00 100.00 99.86 98.50 88.18 70.85 52.00 31.69 13.21 8.02 7.85     
12    2.919 R1 --- --- --- 1.70 0.50 --- --- 2.20     
13    3.319 R1 --- --- --- 1.60 0.40 --- --- 2.00     
14    3.589 R1 --- --- --- 1.80 0.50 --- --- 2.30     100.00 100.00 100.00 97.96 87.70 69.88 51.95 31.88 12.72 7.37 7.83     
16    3.922 R1 --- --- --- 1.90 0.40 --- --- 2.30     
17    4.312 R1 --- --- --- 2.00 0.50 --- --- 2.50     
18    4.604 R1 --- --- --- 2.40 0.40 --- --- 2.80     100.00 93.94 86.72 61.94 50.41 40.74 34.19 24.08 9.79 5.07 6.14     
20    4.918 R1 --- --- --- 2.00 0.30 --- --- 2.30     
21    5.375 R1 --- --- 2.70 --- --- --- --- 2.70     
22    5.563 R1 --- --- --- 1.80 0.50 --- --- 2.30     100.00 100.00 100.00 98.84 89.15 71.63 53.84 31.86 11.95 6.64 7.93     
24    5.923 R1 --- --- --- 1.60 0.40 --- --- 2.00     
25    6.322 R1 --- --- --- 1.40 0.30 --- --- 1.70     
26    6.575 R1 --- --- --- 2.60 0.50 --- --- 3.10     100.00 100.00 100.00 98.23 88.23 71.43 52.71 31.49 11.69 6.39 7.75     
28    6.875 R1 --- --- --- 1.90 0.40 --- --- 2.30     
29    7.104 R1 1.30 --- --- 0.90 0.60 --- --- 2.80     
30    7.546 R1 --- --- --- 2.20 0.50 --- --- 2.70     
32    7.907 R1 --- --- --- 1.90 0.50 --- --- 2.40     100.00 100.00 100.00 98.61 88.94 71.18 51.23 30.26 10.67 5.58 7.85     
33    8.432 R1 --- --- --- 1.30 0.50 --- --- 1.80     
34    8.702 R1 --- --- --- 2.30 0.50 --- --- 2.80     
36    8.822 R1 --- 0.70 --- 1.60 0.40 --- --- 2.70     100.00 100.00 100.00 98.86 90.60 73.73 51.85 28.33 10.43 5.75 7.87     
37    9.124 R1 --- --- --- 1.70 0.50 --- --- 2.20     
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38    9.703 R1 --- --- --- 2.00 0.40 --- --- 2.40     100.00 100.00 100.00 98.87 89.29 71.63 51.81 30.12 10.75 5.46 7.91     
40    9.920 R1 --- --- --- 1.60 0.60 --- --- 2.20     
41    10.220 R1 --- --- --- 1.60 0.40 --- --- 2.00     
42    10.268 R1 --- --- --- 1.70 0.50 --- --- 2.20     
44    10.946 R1 --- --- --- 1.60 0.30 --- --- 1.90     100.00 100.00 100.00 98.78 89.39 72.16 53.58 31.72 10.81 5.50 7.89     
45    1.220 R1 --- --- --- 1.40 0.30 --- --- 1.70     
46    11.630 R1 --- --- --- 2.20 0.40 --- --- 2.60     
48    11.720 R1 --- --- --- 1.60 0.60 --- --- 2.20     100.00 100.00 100.00 98.68 89.08 70.28 50.55 29.08 10.33 5.43 7.92     
49    12.500 R1 --- --- --- 2.00 0.50 --- --- 2.50     
50    12.565 R1 --- --- --- 2.20 0.40 --- --- 2.60     100.00 100.00 100.00 98.50 89.23 72.30 53.61 30.73 11.18 6.19 6.16     
52    12.822 R1 --- --- --- 1.70 --- --- 0.50 2.20     
53    13.159 R1 --- --- --- 1.60 --- --- 0.40 2.00     
54    13.410 R1 --- --- --- 2.10 --- --- 0.50 2.60     
56    13.691 R1 1.20 --- --- --- --- --- 0.40 1.60     
57    6.701 L1 --- --- --- 1.90 0.50 --- --- 2.40     
58    6.390 L1 --- --- --- 1.70 0.50 --- --- 2.20     
59    6.098 L1 --- --- --- 1.80 0.50 --- --- 2.30     100.00 100.00 100.00 98.67 89.26 71.51 52.14 30.55 11.83 7.12 7.28     
61    5.695 L1 --- --- --- 1.70 0.60 --- --- 2.30     
62    5.338 L1 --- --- 2.50 1.70 0.60 --- --- 4.80     
63    5.065 L1 --- --- --- 2.00 0.40 --- --- 2.40     100.00 100.00 100.00 98.79 89.28 72.42 53.34 30.90 11.33 6.36 8.01     
65    4.728 L1 --- --- --- 1.70 0.50 --- --- 2.20     
66    4.419 L1 --- --- --- 1.70 0.70 --- --- 2.40     
67    4.116 L1 --- --- --- 2.50 0.50 --- --- 3.00     100.00 100.00 100.00 98.66 89.88 71.89 53.92 32.76 12.36 7.24 7.86     
69    3.723 L1 --- --- --- 1.80 0.50 --- --- 2.30     
70    3.353 L1 --- --- --- 1.70 0.70 --- --- 2.40     
71    3.068 L1 --- --- --- 2.10 0.40 --- --- 2.50     100.00 100.00 100.00 98.66 88.43 70.48 51.38 30.06 10.71 5.91 8.01     
73    2.708 L1 --- --- --- 1.70 0.50 --- --- 2.20     
74    2.406 L1 --- --- --- 1.90 0.50 --- --- 2.40     
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75    2.020 L1 --- --- --- 2.10 0.60 --- --- 2.70     100.00 100.00 100.00 98.99 89.46 71.58 52.64 31.66 12.61 7.57 7.80     
77    1.683 L1 --- --- --- 2.10 0.40 --- --- 2.50     
78    1.396 L1 --- --- --- 2.00 0.60 --- --- 2.60     
79    1.139 L1 --- --- --- 2.60 0.40 --- --- 3.00     
81    0.540 L1 --- --- --- 1.90 0.30 --- --- 2.20     100.00 100.00 99.90 98.85 88.96 71.54 52.03 30.23 11.33 6.31 7.87     
82    0.433 L1 --- --- --- 2.10 0.50 --- --- 2.60     
83    0.383 L1 --- --- --- 3.00 0.50 --- --- 3.50     
87    13.717 L1 --- 0.80 --- --- 0.40 --- --- 1.20     100.00 98.92 96.73 85.09 72.20 59.19 38.53 19.11 9.11 6.45 6.85     
88    13.430 L1 0.90 --- --- 0.50 0.30 --- --- 1.70     
89    13.159 L1 --- --- --- 2.40 0.40 --- --- 2.80     
91    12.870 L1 --- --- --- 2.20 0.50 --- --- 2.70     
92    12.499 L1 --- --- --- 2.20 0.50 --- --- 2.70     
93    12.040 L1 --- --- --- 2.40 0.40 --- --- 2.80     100.00 100.00 100.00 98.64 89.17 71.70 52.61 30.19 10.86 5.75 7.95     
95    11.711 L1 --- --- --- 2.00 0.50 --- --- 2.50     
96    11.404 L1 --- --- --- 1.70 0.50 --- --- 2.20     100.00 100.00 99.81 98.42 88.71 71.29 50.85 28.98 10.94 5.89 7.83     
97    11.215 L1 --- --- --- 2.00 0.40 --- --- 2.40     
99    10.698 L1 --- --- --- 1.70 0.60 --- --- 2.30     

100  10.420 L1 --- --- --- 2.00 0.50 --- --- 2.50     
101  10.069 L1 --- --- --- 2.40 0.50 --- --- 2.90     100.00 100.00 100.00 98.63 89.43 71.11 51.39 29.62 11.16 6.24 7.87     
103  9.877 L1 --- --- --- 1.70 0.50 --- --- 2.20     
104  9.346 L1 --- --- --- 2.00 0.40 --- --- 2.40     
105  9.016 L1 --- --- --- 2.00 0.40 --- --- 2.40     100.00 100.00 100.00 98.18 88.94 70.95 51.32 30.07 11.81 6.85 7.88     
107  8.714 L1 --- --- --- 1.40 0.40 --- --- 1.80     
108  8.423 L1 --- --- --- 1.60 0.50 --- --- 2.10     
109  8.108 L1 --- --- --- 1.90 0.50 --- --- 2.40     100.00 100.00 100.00 98.50 88.63 71.04 52.59 31.10 11.54 6.48 7.89     
111  7.733 L1 --- --- --- 2.00 0.40 --- --- 2.40     
112  7.463 L1 --- --- --- 1.50 0.40 --- --- 1.90     
113  7.156 L1 --- --- --- 2.20 0.50 --- --- 2.70     100.00 100.00 100.00 98.87 90.22 72.54 51.50 29.46 10.84 6.20 7.88     
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