
 

346 PORTLAND CEMENT CONCRETE. 
 (REV 3-18-09) (FA 4-2-09) (1-10) 

SUBARTICLE 346-2.1 (of the Supplemental Specifications) is deleted and the following 
substituted: 

346-2 Materials. 
 346-2.1 General: Meet the following requirements: 

Coarse Aggregate ..................................................................... Section 901 
Fine Aggregate* ....................................................................... Section 902 
Portland Cement....................................................................... Section 921 
Water ........................................................................................ Section 923 
Admixtures** ........................................................................... Section 924 
Pozzolans and Slag .................................................................. Section 929 

  *Use only silica sand except as provided in 902-5.2.3. 
  **Use products listed on the Department’s Qualified Products List (QPL). 
  Do not use materials containing hard lumps, crusts or frozen matter, or that is 
contaminated with dissimilar material. 
 


