
 

400 CONCRETE STRUCTURES – MATERIALS. 
 (REV 2-10-09) (FA 4-20-09) (1-10) 

ARTICLE 400-2 (Page 359) is deleted and the following substituted: 

400-2 Materials. 
 Meet the following requirements: 

Concrete .............................................. Sections 346 and 347 
Penetrant Sealer ................................................. Section 413 
High Molecular Weight Methacrylate (HMWM)** 
...........................................................................  Section 413 
Reinforcing Steel ............................................... Section 415 
Water .................................................................. Section 923 
Curing Materials* .............................................. Section 925 
Epoxy Bonding Compounds** ........... Sections 926 and 937 
Joint Materials** ................................................ Section 932 
Bearing Pads ...................................................... Section 932 
Non-Shrink Grout** .......................................... Section 934 
Class 5 Applied Finish Coatings** .................... Section 975 
Galvanizing Compound** ................................. Section 562 
Dowel Bar Assembly** ..................................... Section 931 
*The Engineer will allow clean sand and sawdust for certain curing, when and as 
specified. 
** Use products listed on the Department’s Qualified Products List (QPL). 


