
4130302, High Molecular Weight Methacrylate (HMWM) – Materials 
Comments from Industry Review 

****************************************************************************** 
Duane Brautigam 

Comment: 

Although Material Safety Data Sheets may be required by law to be submitted with samples, I do 
not think it is necessary to list that requirement in our technical specifications. 

****************************************************************************** 

Rudy Powell 

Comment: 

The monomer is a QPL product but what about the cumene hydroperoxide initiator and cobalt 
promoter.  What are the requirements for acceptance? 

Sub article 413-3.2.3 Sand seems to be out of place because -3.2.1 and -3.2.2 are the 
requirements for the monomer.  So how is sand applicable? 

****************************************************************************** 

 


