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Florida Department of Transportation

RICK SCOTT 605 Suwannee Street JIM BOXOLD
GOVERNOR Tallahassee, FL 32399-0450 SECRETARY

June 25, 2015

Khoa Nguyen

Director, Office of Technical Services
Federal Highway Administration

545 John Knox Road, Suite 200
Tallahassee, Florida 32303

Re:  State Specifications Office
Section 334
Proposed Specification: 3340802 Superpave Asphalt Concrete.

Dear Mr. Nguyen:

We are submitting, for your approval, two copies of the above referenced Supplemental
Specification.

The changes are proposed by Jim Musselman of the State Materials Office to reinstate the
criteria for the No. 8 sieve to Table 334-8. The criteria for the No. 8 sieve in Table 334-8 was
inadvertently deleted from the July 2015 Standard Specifications.

Please review and transmit your comments, if any, within two weeks. Comments should be sent
via email to daniel.scheer@dot.state.fl.us.

If you have any questions relating to this specification change, please call me at 414-4130.
Sincerely,
Signature on file

Daniel Scheer, P.E.
State Specifications Engineer

DS/ot

Attachment

cc: Florida Transportation Builders' Assoc.
State Construction Engineer



3340802
All Jobs

SUPERPAVE ASPHALT CONCRETE.
(REV 6-17-15)
SUBARTICLE 334-8.2.3.1 is deleted and the following substituted:
334-8.2.3.1 -Percent Within Limits: The percent within limits (PWL)

and Pay Factors for the LOT will be calculated as described below. Variables used in the
calculations are as follows:

X = individual test value (sublot)
n = number of tests (sublots)
S = sample standard deviation

Y(x?) = summation of squares of individual test values

(Zx)? = summation of individual test values squared

Qu  =upper quality index

USL = upper specification limit (target value plus upper specification
limit from Table 334-8)

Qu = lower quality index

LSL = lower specification limit (target value minus lower specification
limit from Table 334-8)

Pu = estimated percentage below the USL

PL = estimated percentage above the LSL

(1) Calculate the arithmetic mean (X

o 2X
n

)of the test values:

(2) Calculate the sample standard deviation (s):

!

(3) Calculate the upper quality index (Qu):

_USL- X
S

Qu

(4) Calculate the lower quality index (QL):

X —LSL
S

Q=
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(5) From Table 334-9, determine the percentage of work below the USL (Pu).

(6) From Table 334-9, determine percentage of work above the LSL (PL) Note: If
USL or LSL is not specified; percentages within (USL or LSL) will be 100.

(7) If Qu or QL is a negative number, then calculate the percent within limits for
Qu or Qv as follows: enter Table 334-9 with the positive value of Qu or QL and obtain the
corresponding percent within limits for the proper sample size. Subtract this number from
100.00. The resulting number is the value to be used in the next step (Step 8) for the calculation
of quality level.

(8) Calculate the percent within limits (PWL) = (Pu+ Pr) - 100

(9) Calculate the Pay Factor (PF) for each quality characteristic using the equation
given in 334-8.2.3.2.

Table 334-8
Specification Limits
Quality Characteristic Specification Limits
Passing No. 8 sieve ( percent) Target + 3.1
Passing No. 200 sieve ( percent) Target+ 1.0
Asphalt Content ( percent) Target + 0.40
Air Voids ( percent) 4.00 £ 1.20
Density ( percent of Gmm): 93.00 +2.00, - 1.20

(1): If the Engineer (or Contract Documents) limits compaction to the static mode only, or for all one-inch thick lifts, compaction
shall be in the static mode. No vibratory mode in the vertical direction will be allowed. Other vibratory modes will be allowed, if
approved by the Engineer. In either case, the specification limits will be as follows: 92.00 + 3.00, -1.20 percent of Gmm. No
additional compensation, cost or time, shall be made.

Table 334-9
Percent Within Limits

. Percent within Limits for Selected Sample Size

Quality Index =3 =4 =5 n=6
0.00 50.00 50.00 50.00 50.00
0.05 51.38 51.67 51.78 51.84
0.10 52.76 53.33 53.56 53.67
0.15 54.15 55.00 55.33 55.50
0.20 55.54 56.67 57.10 57.32
0.25 56.95 58.33 58.87 59.14
0.30 58.37 60.00 60.63 60.94
0.35 59.80 61.67 62.38 62.73
0.40 61.26 63.33 64.12 64.51
0.45 62.74 65.00 65.84 66.27
0.50 64.25 66.67 67.56 68.00
0.55 65.80 68.33 69.26 69.72
0.60 67.39 70.00 70.95 71.41
0.65 69.03 71.67 72.61 73.08
0.70 70.73 73.33 74.26 74.71
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All Jobs
Table 334-9
Percent Within Limits
Quality Index Percent within Limits for Selected Sample Size

Y n=3 ‘ n=4 ‘ n=>5 ‘ n==o6
0.75 72.50 75.00 75.89 76.32
0.80 74.36 76.67 77.49 77.89
0.85 76.33 78.33 79.07 79.43
0.90 78.45 80.00 80.62 80.93
0.95 80.75 81.67 82.14 82.39
1.00 83.33 83.33 83.64 83.80
1.05 86.34 85.00 85.09 85.18
1.10 90.16 86.67 86.52 86.50
1.15 97.13 88.33 87.90 87.78
1.20 100.00 90.00 89.24 89.01
1.25 100.00 91.67 90.54 90.19
1.30 100.00 93.33 91.79 91.31
1.35 100.00 95.00 92.98 92.37
1.40 100.00 96.67 94.12 93.37
1.45 100.00 98.33 95.19 94.32
1.50 100.00 100.00 96.20 95.19
1.55 100.00 100.00 97.13 96.00
1.60 100.00 100.00 97.97 96.75
1.65 100.00 100.00 98.72 97.42
1.70 100.00 100.00 99.34 98.02
1.75 100.00 100.00 99.81 98.55
1.80 100.00 100.00 100.00 98.99
1.85 100.00 100.00 100.00 99.36
1.90 100.00 100.00 100.00 99.65
1.95 100.00 100.00 100.00 99.85
2.00 100.00 100.00 100.00 99.97
2.05 100.00 100.00 100.00 100.00
2.10 100.00 100.00 100.00 100.00
2.15 100.00 100.00 100.00 100.00
2.20 100.00 100.00 100.00 100.00
2.25 100.00 100.00 100.00 100.00
2.30 100.00 100.00 100.00 100.00
2.35 100.00 100.00 100.00 100.00
2.40 100.00 100.00 100.00 100.00
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All Jobs
Table 334-9
Percent Within Limits
Quality Index Percent within Limits for Selected Sample Size
n=3 n=4 n=>5 n==~6
2.45 100.00 100.00 100.00 100.00
2.50 100.00 100.00 100.00 100.00
2.55 100.00 100.00 100.00 100.00
2.60 100.00 100.00 100.00 100.00
2.65 100.00 100.00 100.00 100.00
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SUPERPAVE ASPHALT CONCRETE.
(REV 6-17-15)

SUBARTICLE 334-8.2.3.1 is deleted and the following substituted:
334-8.2.3.1 Percent Within Limits: The percent within limits (PWL) and

Pay Factors for the LOT will be calculated as described below. Variables used in the calculations
are as follows:

X = individual test value (sublot)
n = number of tests (sublots)
S = sample standard deviation

Y(x?) = summation of squares of individual test values

(Zx)? = summation of individual test values squared

Qu = upper quality index

USL = upper specification limit (target value plus upper specification
limit from Table 334-8)

QL = lower quality index

LSL = lower specification limit (target value minus lower specification
limit from Table 334-8)

Pu = estimated percentage below the USL

PL = estimated percentage above the LSL

X

(1) Calculate the arithmetic mean ( )of the test values:

_ Z X
X ==—
n
(2) Calculate the sample standard deviation (s):

P

(3) Calculate the upper quality index (Qu):

_USL- X
S

Q

(4) Calculate the lower quality index (QL):

_ X —LSL
S

Q.
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(5) From Table 334-9, determine the percentage of work below the USL (Pu).

(6) From Table 334-9, determine percentage of work above the LSL (PL) Note: If
USL or LSL is not specified; percentages within (USL or LSL) will be 100.

(7) If Qu or QL is a negative number, then calculate the percent within limits for
Qu or Qv as follows: enter Table 334-9 with the positive value of Qu or QL and obtain the
corresponding percent within limits for the proper sample size. Subtract this number from
100.00. The resulting number is the value to be used in the next step (Step 8) for the calculation
of quality level.

(8) Calculate the percent within limits (PWL) = (Pu+ Pr) - 100

(9) Calculate the Pay Factor (PF) for each quality characteristic using the equation
given in 334-8.2.3.2.

Table 334-8
Specification Limits
Quality Characteristic Specification Limits

Passing No. 8 sieve ( percent) Target + 3.1
Passing No. 200 sieve ( percent) Target+ 1.0
Asphalt Content ( percent) Target + 0.40

Air Voids ( percent) 4.00 £ 1.20

Density ( percent of Gmm): 93.00 +2.00, - 1.20

(1): If the Engineer (or Contract Documents) limits compaction to the static mode only, or for all one-inch thick lifts, compaction
shall be in the static mode. No vibratory mode in the vertical direction will be allowed. Other vibratory modes will be allowed, if
approved by the Engineer. In either case, the specification limits will be as follows: 92.00 + 3.00, -1.20 percent of Gmm. No
additional compensation, cost or time, shall be made.

Table 334-9
Percent Within Limits

. Percent within Limits for Selected Sample Size

Quality Index =3 =4 =5 n=6
0.00 50.00 50.00 50.00 50.00
0.05 51.38 51.67 51.78 51.84
0.10 52.76 53.33 53.56 53.67
0.15 54.15 55.00 55.33 55.50
0.20 55.54 56.67 57.10 57.32
0.25 56.95 58.33 58.87 59.14
0.30 58.37 60.00 60.63 60.94
0.35 59.80 61.67 62.38 62.73
0.40 61.26 63.33 64.12 64.51
0.45 62.74 65.00 65.84 66.27
0.50 64.25 66.67 67.56 68.00
0.55 65.80 68.33 69.26 69.72
0.60 67.39 70.00 70.95 71.41
0.65 69.03 71.67 72.61 73.08
0.70 70.73 73.33 74.26 74.71
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All Jobs
Table 334-9
Percent Within Limits
Quality Index Percent within Limits for Selected Sample Size

Y n=3 ‘ n=4 ‘ n=>5 ‘ n==o6
0.75 72.50 75.00 75.89 76.32
0.80 74.36 76.67 77.49 77.89
0.85 76.33 78.33 79.07 79.43
0.90 78.45 80.00 80.62 80.93
0.95 80.75 81.67 82.14 82.39
1.00 83.33 83.33 83.64 83.80
1.05 86.34 85.00 85.09 85.18
1.10 90.16 86.67 86.52 86.50
1.15 97.13 88.33 87.90 87.78
1.20 100.00 90.00 89.24 89.01
1.25 100.00 91.67 90.54 90.19
1.30 100.00 93.33 91.79 91.31
1.35 100.00 95.00 92.98 92.37
1.40 100.00 96.67 94.12 93.37
1.45 100.00 98.33 95.19 94.32
1.50 100.00 100.00 96.20 95.19
1.55 100.00 100.00 97.13 96.00
1.60 100.00 100.00 97.97 96.75
1.65 100.00 100.00 98.72 97.42
1.70 100.00 100.00 99.34 98.02
1.75 100.00 100.00 99.81 98.55
1.80 100.00 100.00 100.00 98.99
1.85 100.00 100.00 100.00 99.36
1.90 100.00 100.00 100.00 99.65
1.95 100.00 100.00 100.00 99.85
2.00 100.00 100.00 100.00 99.97
2.05 100.00 100.00 100.00 100.00
2.10 100.00 100.00 100.00 100.00
2.15 100.00 100.00 100.00 100.00
2.20 100.00 100.00 100.00 100.00
2.25 100.00 100.00 100.00 100.00
2.30 100.00 100.00 100.00 100.00
2.35 100.00 100.00 100.00 100.00
2.40 100.00 100.00 100.00 100.00
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All Jobs
Table 334-9
Percent Within Limits
Quality Index Percent within Limits for Selected Sample Size
n=3 n=4 n=>5 n==~6
2.45 100.00 100.00 100.00 100.00
2.50 100.00 100.00 100.00 100.00
2.55 100.00 100.00 100.00 100.00
2.60 100.00 100.00 100.00 100.00
2.65 100.00 100.00 100.00 100.00




