
 
 

336 ASPHALT RUBBER BINDER. 

 (REV 11-4-13) (FA 1-2-14) (7-14) 

ARTICLE 336-7 is deleted and the following substituted: 

336-7 Certification Requirements for Blending at Suppliers Terminal: 
 Where blending the asphalt rubber binder at the supplier’s terminal, the supplier shall 
furnish certification on the bill of lading for each load delivered to the project site or asphalt 
plant that includes: the quantity of asphalt rubber binder, the asphalt rubber binder type, the 
customer name, the delivery location, and a statement that the asphalt rubber binder has been 
produced in accordance with and meets the requirements of Section 336. In addition, include, 
with the certification, copies of the certifications for the asphalt binder and ground tire rubber, as 
specified in 916-1.3 and 919-6, respectively. 
 
 


