
 

337 ASPHALT CONCRETE FRICTION COURSES. 

 (REV 11-4-13) (FA 1-2-14) (7-14) 

SUBARTICLE 337-2.1 is deleted and the following substituted: 

 337-2.1 General Requirements: Meet the requirements specified in Division III as 
modified herein. The Engineer will base continuing approval of material sources on field 
performance. Warm mix technologies (additives, foaming techniques, etc.) listed on the 
Department’s website may be used in the production of the mix. The URL for obtaining this 
information, if available, is: 
http://www.dot.state.fl.us/statematerialsoffice/quality/programs/warmmixasphalt/index.shtm. 
 
 

SUBARTICLE 337-2.6 is deleted and the following substituted: 

 337-2.6 Liquid Anti-strip Additive: Meet the requirements of 916-3 and be listed on the 
Department’s Qualified Products List (QPL). 
 


