
 

353 CONCRETE PAVEMENT SLAB REPLACEMENT. 

 (REV 1-13-14) (FA 1-16-14) (7-14) 

ARTICLE 353-2 is deleted and the following substituted: 

353-2 Materials. 
 Meet the following requirements: 

Portland Cement Concrete ..................................Section 346 
Coarse Aggregate ................................................Section 901 
Fine Aggregate ....................................................Section 902 
Portland Cement..................................................Section 921 
Water ...................................................................Section 923 
Admixtures ..........................................................Section 924 
Curing Materials .................................................Section 925 
Post-Installed Anchor Systems For Structural 
Applications In Concrete Elements ....................Section 937 
Pozzolans and Slags* ..........................................Section 929 
Embedded Items..................................................Section 931 
Calcium Chloride ......................... AASHTO M-144, Type 1 

  *For concrete pavement slab replacement, the use of pozzolans and slag is 
optional. 
  Concrete pavement containing only dowel bars will be considered non-reinforced 
concrete. 
 
 


