
 

400 CONCRETE STRUCTURES. 

 (REV 12-4-13) (FA 1-23-14) (7-14) 

SUBARTICLE 400-7.10 is deleted and the following substituted: 

 400-7.10 Requirements for Successive Layers: Place concrete in continuous horizontal 
layers, approximately 20 inches thick. To avoid obtaining a plane of separation or a cold joint 
between layers, vibrate the concrete in accordance with 400-7.11. 
 
 


