
 
 

415 REINFORCING STEEL. 

 (REV 11-5-13) (FA 1-15-14) (7-14) 

ARTICLE 415-2 is deleted and the following substituted: 

415-2 Materials. 
 Meet the following requirements: 

Bar Reinforcement .................................................... 931-1.1 
Welded Wire Reinforcement .................................... 931-1.2 

 
 


