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Comment: (11-27-13) 
If the Superpave PG asphalt binder PG 76-22 fails one or more of sample testing, what happens 
to the asphalt mix that was installed on FDOT project? Is there a penalty or method that FDOT 
plans to implement on project or Contractor even though it was the supplier not Contractor 
responsible for binder? 
 
Response: 
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