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Comment: (11-15-13) 
919-4 Chemical Requirements: The chemical composition of the ground tire rubber shall be 
determined in accordance with ASTM D297-93 13 and shall meet the following requirements: 
Should the year be specified in the reference to ASTM D297? 
 
Response: For asphalt, all of the AASHTO and ASTM specs have year references because there 
have been situations where the latest change was not adopted.  However, for Florida Methods, 
since we change these ourselves, there is no need to put a year on the method. 
No change made. 
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