9710000 TRAFFIC MARKING MATERIALS
COMMENTS FROM INTERNAL/INDUSTRY REVIEW

Duane F. Brautigam, P.E.
duane.brautigam@dot.state.fl.us

Comment: (11-21-13, Internal) Whoa ... | thought we were getting rid of our own yellow color
box, especially retained color, and going to national color box. Why do we continue to make this
harder than it needs to be?

Ne-changesade: As per Chester Henson (1-7-14), 971-1.6 Color: Language related to in-
service daytime chromaticity for yellow materials has been removed from the spec.
Change made.
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Paul Gentry
414-4118
paul.gentry@dot.state.fl.us

Comment: (11-22-13, Internal)
1. 971-5.5 Physical Requirements (table): What values for minimum and maximum with
different test method (different reproducibility limits)?
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Indentation ‘Eesistance] ASTMD77352240% =
Shore Durometer_-A27

Impact ResistanceX ASTM D256, - Method®Ax 1.0-N-mz 0 o

Response: They should remain unchanged for now.
No changes made.

2. 971-5.5 Physical Requirements (table): This should be 100g - not 1000mg.

Propertv Test-Methodz Minimum Maximum o

Flash PointZ ASTREPOaY 475°Fo £y o

*The-durometer-and-panel-shall be-at- 1156°F W\QE 5‘5‘5“5.&911;-1&3& applied. - Instrument mezsursment- shall-be-taken-after- 13- |1
seconds. o
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Response: | discussed this with the committee members since our old standard was 4.4 1bs. and
there is a typo in the ASTM, it should be 1000g.
Change made.

3. Wouldn’t the same changes in questions 1 and 2 above apply to the Tables in 971-6.5, 971-
9.4, and 971-10.4?

Response: Yes, the same changes would apply for these sections. We will revise changes to
include these sections.
Changes made.
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Dennis J. Evangelista
336-475-6600
devangelista@ennisflint.com

Comment: (12-9-13)

In reference to the changes to section: 971.1.6 color spec: Revised spec refers to CFR 665

Table 1 Appendix Subpart F. Table 1, however is for Reflective Materials (in general). Should
not the reference be to Table 5 which refers to Reflective Pavement Marking Materials. | believe
that would be more appropriate.

Response: Yes, you are correct. Change made.

B R R R R R o o R R A R R AR R R R R R AR R R S R R R R R AR R R R R R AR R R A R AR R R R R R R R R R AR R R R R R R R R R AR A R R X

Anonymous

Comment: (12-12-13)
971-10.4.3 - Suggest removing "also".

Response: Agree. Change made.
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Paul Gentry
414-4118
paul.gentry@dot.state.fl.us

Comment: (12-29-13)

Why are there different temperature requirements and “Minimum — Maximum” number for the
Indentation testing requirements as referenced below? ASTM D7735 states a reference
temperature of 115 degrees F +/- 3 degrees F in the test method 9.4.

Why are there also different minimum — maximum numbers stated below. It is very possible to
have the same Thermoplastic material be able to meet the requirements for all 3 material
specifications 711, 701 and 702. 971-5.5 Thermoplastic Indentation Resistance ASTM D7735
Type A Durometer Minimum 40 Maximum 75 "115 degrees F 1000 g. load 971-9 Thermoplastic
Material for AV Traffic Stripes ASTM D7735 Type A Durometer Minimum 65 80 degrees F
1000 g. load 971-10 Thermoplastic material for Wet Weather Pavement Markings ASTM D7735
Type A Durometer Minimum 40 90 degrees F 1000 g. load

971-5 Thermoplastic Materials for Traffic Stripes.

-+ 971-5.5Physical'Requirements:- Laboratorv-samples-shall-be-prepared-in-accordance-
with-ASTMD4960-and shall-meet the-following-criteria:f
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Propertvi Test-Methodz Minimum® Maximum< o
Water-Absorption ASTM-D570 =) 0.5% o
Softening -Point ASTM-D36u 195°F Ee o
Low Temperature? AASHTO T2502 Passo o -
Stress-ResistanceX
Specific-Gravityid Water-displacement 1.9 230 jai
. . ASTM-D77352240%¢ - - o
‘ Indentation -Resistance’ Type-d Durometer—A2 401 75
Impact-Resistancel ASTM-D256,-Method®Axi 1.0-N-mxz mel jod
Flash Point ASTM-D92u 475 R o
| :E;-l-g]::ﬂometa- and-panel-shall-be-at- 11 50°F with-a2-1 000 F2ed4dbload-apphied - Instrument- measurement- shall-be-taken-after- 13- |13
a
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971-6 Preformed Thermoplastic Materials for Traffic Stripes.

-+ 971-6.5Physical' Requirements:-Laboratory-samples-shall-be-prepared in-accordance-
with-ASTMD4960-and shall-meet the-following -criteria:f

L
Propertyi Test-Method Minimumz Maximum
Softening Point ASTM-D36o 195°Fu Ey
- L
Low Temperature] AASHTOT250z Pass™ o
Stress-Resistancel
. . ASTM-D77352240%9
: 40 5T
‘ Indentation -Resistance Type-d Durometer—A23 40 7
Impact-Resistancel | ASTM-D256 -Method®A**i 1.0-N-ma I

seconds. Y

**The test-specimen- for ASTM D236 shall be- 1-in.x-1n. x-6-in.- and-shall-notbe notched =

* The-durometer-and panel- shall- be-at- 11 50°F with-a-/ 000 gtk load-applied.- Instrument measurement- shall-be-taken- after- 13-
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971-9 Thermoplastic Material for Audible and Vibratory Traffic Stripes.

-+ 97 1—9-.4'Ph}'sil::al'Requiremenls: 'Laboratory-sa_;nples--sha_ll-be-prepa_red in-accordance-

with-ASTM-D4960-and shall - meet the-following -criteria:¥

mn L
DPropertvz Test-Methodz Minimum Maximum®i i
Water-Absorption ASTM-D570z o 0.5% Jsd
Softening Point ASTM-D36x 210°Fx S le
Low Temperature? AASHTO T2502 Passz o -
Stress-Resistancel
Specific-Gravitv ‘Water-displacementd 1.9z 230 lad
‘ Indentation Resistance ASTMD77352240% 657 s -
Type-AShere Durometer~A2l
Impact-Resistancel ASTM D256, Method“Az 1.0-N-mz s ] fed
Flash Point ASTM-D92z 475°Fo S le
* The-durometer- and panel-shall-be-at- 30°F but-notexcsedme- 00°F with-a-/ 000 Taed-ddb load- applied. - Instrument measurement- |13
‘ shall -‘be-taken- after-13-seconds ©
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Response: There are future changes proposed for 701 and 702 and the results of those changes
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may very well mean changes to the indentation requirements. No changes made.
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