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SUBARTICLE 534-3.1 is deleted and the following substituted: 

 534-3.1 Precast Concrete Requirements: 
  Obtain precast concrete components from a plant that is currently on the 
Department’s Production Facility Listing. Producers seeking inclusion on the list must meet the 
requirements of Section 105. 
  Do not accept products that are not permanently and clearly stamped on the 
tongue and groove portion of the panel and posted with the type, date cast, project number, and 
the manufacturer’s name or symbol by the Producer. 
 
 

ARTICLE 534-7 is deleted and the following substituted: 

534-7 Repairs or Rejection. 
 For precast concrete components that have not been installed, evaluate cracks, spalls and 
other deficiencies in accordance with 450-12. Repair deficiencies in accordance with 450-13 or 
with the plant’s approved repair methods that are included as part of the Producer Quality 
Control (QC) Plan. Ensure that the original performance and durability of repaired components 
are maintained. Use materials for concrete repair that will meet or exceed the strength 
requirement for the class of concrete used. Materials meeting the requirements of Section 930 
may be substituted for non-shrink grout when required by 450-13. Precast concrete components 
are subject to rejection if they fail to conform to any of the requirements after repair. For precast 
components that have been installed, the disposition of concrete cracks shall be in accordance 
with 400-21. 
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