EXPECTED IMPLEMENTATION JULY 2017

285 OPTIONAL BASE COURSE.
(REV 11-3-16) (FA 11-8-16) (7-17)

ARTICLE 285-8 is deleted and the following substituted:

285-8 Method of Measurement.

The quantity to be paid for will be the plan quantity area in square yards, omitting any
areas where under-thickness is in excess of the allowable tolerance as specified in 285-6. The
pay area will be the surface area, determined as provided above, adjusted in accordance with the
following formula:

Calculated Average Thickness per 285-7
Plan Thickness

Pay Area= Surface Area (

)

The pay area shall not exceed 105% of the surface area.

There will be no adjustment of the pay area on the basis of thickness for base courses
constructed utilizing mixed-in-place operations.

For Superpave asphalt base course, the quantity to be paid for will be the plan quantity
area in square yards. The pay area will be adjusted in accordance with 234-9.
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