
341 ASPHALT RUBBER MEMBRANE INTERLAYER – PLACEMENT OF 
ASPHALT CONCRETE OVERLAY. 
 (REV 10-30-03) (FA 1-12-04) (7-04) 

ARTICLE 341-8 (Page 282) is deleted and the following substituted: 

341-8 Placement of Asphalt Concrete Overlay. 
 Ensure that the thickness and temperature of the initial layer of asphalt concrete placed 
on top of the asphalt rubber membrane interlayer are such that the overlay bonds to the interlayer 
and the underlying layer without voids or excessive binder. Core the asphalt overlay as directed 
by the Engineer to evaluate the binder and aggregate spread rates, as well as the effectiveness of 
the asphalt concrete overlay in producing a well-bonded interlayer. 
 

ARTICLE 341-9 (Page 282) is deleted and the following substituted: 

341-9 Method of Measurement. 
 341-9.1 Asphalt Rubber Membrane Interlayer: The quantity to be paid for will be 
plan quantity, in square yards [square meters], completed and accepted. 
 341-9.2 Bituminous Material (Asphalt Rubber Binder-Interlayer): The quantity will 
be the volume, in gallons [liters], determined as provided in 300-8. 
 341-9.3 Submittal of Certification of Quantities for Bituminous Material: Prepare a 
Certification of Quantities, using the Department’s current approved form, for the quantity of 
bituminous material placed and accepted. Submit this certification to the Engineer no later than 
Twelve O’clock noon Monday after the monthly estimate cutoff date or as directed by the 
Engineer. The certification must include the Contract Number, FPID Number, State Project 
Number, Certification Number and period represented by the Certification. 
 

ARTICLE 341-10 (Pages 282 and 283) is deleted and the following substituted: 

341-10 Basis of Payment. 
 341-10.1 Asphalt Rubber Membrane Interlayer: Price and payment will be full 
compensation for all work specified in this Section, including furnishing cover materials, 
handling, spreading, rolling, bituminous material, and other incidental work necessary to 
complete this item. 
 341-10.2 Bituminous Material (Asphalt Rubber Binder-Interlayer): Payment will be 
included in the price of the asphalt rubber membrane interlayer and will be full compensation for 
furnishing asphalt cement, ground tire rubber, blending and handling. 
 341-10.3 Payment Items: Payment will be made under: 

Item No.   341- 70- Asphalt Rubber Membrane Interlayer - per square yard. 
Item No. 2341- 70- Asphalt Rubber Membrane Interlayer - per square meter. 

 
 


