949 BRICK AND CONCRETE MASONRY UNITS FOR MANHOLES, INLETS AND
OTHER STRUCTURES.

(REV 10-16-12) (FA 1-7-13) (7-13)
SECTION 949 (Page 1064) is deleted and the following substituted:

SECTION 949
BRICK AND CONCRETE MASONRY UNITS FOR
MANHOLES, INLETS AND OTHER STRUCTURES

949-1 Clay Brick and Shale Brick.
This brick shall meet the requirements of ASTM C62, Grade MW or ASTM C32,
Grade MM.

949-2 Concrete Brick.
Concrete brick shall meet the requirements of ASTM C55.

949-3 Concrete Masonry Units.
Concrete masonry units for use in manholes, inlets and similar structures shall meet the
requirements of ASTM C139.

949-4 Acceptance.

Provide the Engineer a certification from the manufacturer stating that the bricks or
concrete masonry units meet the requirements of this Section. Acceptance of materials will be in
accordance with Section 6.
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